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POST-C LEARANCE SUBSTRATE SAMPL E LO CA TIONS 
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CONCRETE - 1 SAMPLE 
(1) 13015-MG-S --- N/D 
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CONCRETE - 2 SAMPLES 
(1) 13015-MG-N --- N/D 
(2) 12114 - PCB- 2 --- N/D 

SOUTH ELEVATION NORTH ELEVATIOf\ 
BUILDING 13 BUILD ING 13 
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POST-CLEARANCE SUBSTRATE SAMPLE LOCA TIONS 
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CONCRETE - 1 SAMPLE 
<D 13015-MG-E --- N/D 

EAST ELEVATION 
BU ILD IN G 13 
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POST-CLEARANCE SUBSTRATE SAMPLE LOCATIONS 
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CONCRETE - 2 SAMPLES 
(1) 13015-MG-\./ --- 1.6 PPM 
(2) 92718DL-PCB-13 --- N/D 
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WEST ELEV A Tl ON 
BUILDING 13 
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SUBSTRATE SAMPLE 
LOCATIONS 

SANDSTONE - 2 SAMPLES 
(1) 12114- PCB-1 --- 1.1 PPM 
<2> 92718DL-PCB11 --- N/D 

BLD #1' 

WEST ELEVA TION 
BUILDINGS 10, 11 

BLD #10 
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CONCRETE - 1 SAMPLE 
<D 71718- DL -PCB --- N/D 




